
 

Speci�cation Particular Method Target Tolorance Result 
Chemical 
Properties 

Ash% ASTM 
29718 

8+/- 2 +/- 2% 8.4% 

 Moisture  ASTM 
29716 

Less 1%  0.48% 

 Accetone ASTM 
D297 

14+/-2 +/- 2 15.4% 

 Speci�c 
Grivity 

ASTM 
29793 

1.15 1.15 1.15 

 Carbon Black ASTM 
1131 

23+/-3  26 

Physical  
Properties 

Tensile 
kg/cm2 

D 412 40 MIN  48 
 

 Mooney 
Viscosity    
ML-4 

ASTM 
1646 

35- 45  36.2 

 Alongation 
Break 

ASTMD 412 220 MIN  212 

 Hardness 
Shore 

ASTM 1131 58+/-5 +/- 5 52.4 

 Volatile 
Meter  

 1.5 1.5 1.5 

 


